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4.2.1 All the tests under clauses 3.1 except durability or fatigue test shall constitute
acceptance tests along with two additional criteria viz. visual observation and

dimensional check and shall be carried out on each lot.

4.2.2  The lot size shall constitute a maximum of 500 Nos. of seats/berths/upper berths
etc.

4.2.3 The number of pieces to be selected from the lot for acceptance test shall be as

under:
Visual observation : 100% of the lot. :
Dimensional check : 5% of the lot or 10 samples whichever is more.
For remaining test . Three samples or as per test method specified -
_ i.e. acceptance tests.
For type tests. - - 1 Scale of Sample should be as per test method

Specified

4.2.4 Each of the test samples undertaken for the tests shall conform to the requirements
as laid down in Clauses 3.1. If the samples fail to meet the requirements, double the
number of original samples shall be drawn for the tesis. If any of the retest samples
fail to meet the requirements, the entire lot shall be rejected and scraped in the

presence of inspecting authority.

4.2.5 'In case of non-compliance in regard to dimensional check, the manufacturer may be
given one chance to segregate the lot for dimensional conformity.

4.2.6 The manner of distribution of the test samples for different testsbres’cribed shall be
at the discretion of inspecting officer/purchaser.

5.0 WARRANTY

The store supplied against aﬁ order shall be deemed to bear a warranty of the
manufacturer against defective materials/workmanship and performance for a period

) ~ of 30 months from the date of supply or 24 months of fitment of seats/berths
) whichever is earlier. The products shall be warranted against de-bonding/de-"
s lamination of the material during service. The sagging/reduction in thickness of seats

and berths shall be less than 10% of original thickness. In case the material shows
any defects/fails within warranty period. it shall be replaced by a new one without any
cost within one month of receipt of information. The warranty for such material shall
be 24 months from the date of replacement.
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